E Enno Roggemann

DATENBLATT - polnisches Kiefernsperrholz

Durchgehend aus Kiefer (Pinus sylvestris) ,

Schaldeck, langsfurniert, Qualitat wie unten beschrieben
Durchschnittliche Rohdichte : 610 Kg/m®

Verleimung EN314-2 Klasse 2 (alt WBP),MelaminweiBleim

Unsanded panels Sanded panels
Nominal thickness (t) X 2 . i
Thickness tolerance | Tolerances on nominal | Thickness tolerance Tolerances on nominal
mm within one panel thickness within one panel thickness
mm mm mm mm
23 +0,8+0,03 1) +0,2+ 0,03 1)
i3 1.0 0,6
= -(0,4+0,031) -(0,4+0,031)
>12 +0,8+0,03 1) +0,2+ 0,03 ©)
5 1,5 0,6
-(0,4+0,031) -(0,4+0,031)
>25 +0,8+0,031) +0,0+0,05 1)
<30 1,5 0,8
-(0,4+0,031) -(0,4+0,031)
=30 +0,8+0,031) +0,0+0,03 1)
1,5 0,8
-(0,4+0,031) -(0,4+0,031)
Density 550 + 750 kg/m®
Humidity 5+12%
Bending strength
along / across fibres BENT)
Modulus of elasticity E 50/40

along / across fibres

Class E1 —Exterior with white glue
ULEF - Interior and exterior plywood

Raloass;wf Sorvaihioky e Class E05 — according to the German Prohibition of Chemicals Ordinance — all
types of plywood
Reaction to fire D-52,d0 (EN 13986+A1 Tab. 8 for density >400kg/m’ and thickness >9 mm)
Interpolated from EN 13986+A1 tab 9 for density 600 kg/m’
Water vapour permeability

wet cup I 80 I dry cup ] 210

> Exterior plywood with white glue line: for use in humid conditions (according EN 636+A1), produced on
the basis of melamine-urea-formaldehyde glue, fulfils requirements of 2™ bonding class according EN 314-2,



D)

PEFC

Verfugbar in Qualitat: B/BB und BB/BB, langsfurniert
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